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01/20/99 WED 13:03 FAX 604 985 1071 BONDAR CLEGG @oo1

Geochemical

Your Fax No: 1-605-578-2107 \ QO
Reference : Number of Pages 5 3
et B AL e .

Report : V99-00059.1 Status : COMPLETE Total number of samples: 100
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AuGrav FIRE ASSAY 100 wt/Au 100

] AS RECEIVED 100 | : ]

Interick Testing Scrvices - Bondar Clegg
130 Pembeston Avenue, North Vancouver, B.C., V7P 2RS, Canadu
Tel: (604) 985-0681, Fax: (604) Y45-107)



BONDAR CLEGG 002

01/20/99 WED 13:03 FAX 604 985 1071

Geochemical

SAMPLE ELEMENT AuGrav
NUMBER UNLITS

‘P4 R98~1094 0-5 <0.005  30.78 PG RYB-1094 200-205

P64 R98-1094 5-10 <0.005 31.44 P4 R98-1094 205-210

‘P& R9B-1094 10-15% <0.005  31.88 P4 R98-1096 210-215

‘P4 R98-1094 15-20 <0.005  31.15 P4 R98-1094 215-220

‘P4 R98-1094 20-25 <0.005  31.35 P4 R98-10964 220-225

‘P& R9B- 1094 25-30 <0.005 31.24 P4 R9B-1094 225-230

‘P4 R98-109¢ 30-33 <0.005  30.05 PG R9B-1094 230-235

‘P4 R98-1094 35-40 0.077  30.67 P4 R98-1094 235-240

‘PG R9B-1094 40-45 0.014  30.30 P4 R9B-1094 260-245

P4 R98-1096 45-50 <0.005  32.03 P4 R9B-1094 265-250

‘P4 R9S-1094 50-55 <0.005  32.34 P4 R98-1094 250-255

‘P4 R98-1096 55-60 <0.005  31.41 P4 R9B-1094 255-260

‘P4 R9B-1096 60-65 <0.005  30.19 P4 ROB-1094 260-265

P4 R98-1094 65-70 <0.005  31.33 P4 R9B-1094 265-270

P4 R9B-1094 70-75 <0.005  30.15 P4 R9B-1094 270-275

P4 R9B-1094 75-80 <0.005  30.90 PL R9B-1094 275-280

‘P4 R98-1094 B0-85 <0.005  30.9% P4 R9B-1094 280-285

iP4 R98-1094 B5-90 <0.005  31.01 P4 R98-1096 285-290

‘P4 RYB-1094 90-95° <0.005% 31.22 P4 R98-1094 290-295

:P4 R98-1096 95-100 <0.005  32.18 P4 RYB-1094 295-300 .

P4 R98-1094 100-105 <0.005  30.99 P4 R98-1094 300-305 <0.005  30.52
‘P4 R98-1094 105-110 <0.005  32.71 P4 RYS-1094 305-310 <0.005  32.37
‘P4 R9B-1094 110-115 <0.005  31.25 P4 R98-1094 310-315 <0.005  30.63
‘P4 R9B-1096 115-120 <0.005  30.51 P4 R98-109¢ 315-320 <0.005  30.18
:P4 R9B-1094 120-125 <0.005  ¥1.16 P4 R9B-1094 320-325 <0.005  30.85

P4 R98-10964 125-130 <0.005 . i

‘P4 R98-1094 130-135 <0.005  30.09 P4 R98-1094 330-335 <0.005  32.76
:P4 R98-1094 135-160 <0.005  31.61 P4 R9B-1094 335-340 <0.005  30.87
‘P4 R9B-1094 140-145 <0.005  30.35 P4 R98-1094 340-345 <0.005  30.45
‘PG R9B-1094 145-150 <0.005  30.12 P4 ROB-1094 345-350 <0.005  30.20
;P4 R9B-1096 150-155 <0.005  31.92 P4 R98-1094 350-355 <0.005 32,76
P4 R9B-1094 155-160 <0.005  30.69 P4 R98-1094 355-360 «0.005  31.21
‘P4 R98-1094 160-165 <0.005  30.96 P4 R98-1094 360-365 0.010  31.12
‘P4 R9B-1094 165-170 <0.005  25.04 P4 R9B-1094 365-370 «0.005  32.50
;P4 R98-1096 170-175 <0.005  31.23 P4 R9B-1094 370-375 <0.005 31,62
P4 R9B-1094 175-180 <0.005  31.04 P4 R98-109¢ 375-380 0.082  30.98
‘P4 R9B-1096 180-185 0.009  32.44 PL R9R-1094 380-385 0.009  30.85
‘P4 R9B-1094 185-190 <0.005  31.18 PG4 R9B-1094 385-390 <0.005 32,66
‘P4 R9B-1094 190-195 <0,005  31.71 PL ROB-109 390-395 <0.005  31.74
‘P4 R9B-1094 195-200 <0.005  31.05 P4 R98-1094 395-400 <0.005  31.83

Intertek Testing Sevvices - Bondar Clegy

Tel: (604) 985-0681, Fax: (604) 985-1071

130 Pemberton Avenue, Notth Vancouver, B.C., V7P 2RS. Canada



01/20/99 WED 13:04 FAX 604 885 1071 BONDAR CLEGG @oo3

Geochemical

OATE RECEIVED:

15-JAN-99

“SAMPLE ELEMENT AuGrav

INUMBER UNITS NUMBER
;P4 R98-1094 400-405

iP4 R98-1094 405-410 <0.005 30.70
‘P4 R9B-1094 470-415 <0.005  30.02
‘P4 R9B-1094 415-420 <0.005  31.27
‘Ph R9B-109% 420-425 <0.005  31.33
‘PG R9B-1094 625-430 <0.005  30.46
‘P4 R9B-1096 430-435 <0.005  32.43
‘PG R9B-1094 435-440 <0.005  30.32
P4 RYB-1094 440-445 <0.005  31.91
:P& R9B-1094 465-450 0.006  32.56
(P4 R9B-1094 450-455 0.030  32.55
P4 R9B-1094 455-460 <0.005  30.21
P4 ROB-1094 460-465 <0.005  31.21
P4 R9B-1094 465-470 <0.005  30.34%
‘Ph RYB-1094 L70-475 <0.005  31.97
‘P4 R98-1094 475-480 6.011  30.09
‘P4 R9B-1096 4BO-485 <0.005  30.77
P& R9B-1094 485-490 0.008  31.03
‘P4 ROB-1094 490-495 0.019  31.75
‘P4 R9B-1094 495-500 <0.005  31.99

Interiek Testing Scrvices - Bondar Clegg
130 Pemberion Avenue, North Vancouver, B.C., VTP 2RS, Canads
Teb: (604) 985-0681, Fax: (604) 985-1071
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Bondar Clegg Report

BROHM MINING CORPORATION
2 GILT EDGE ROAD
DEADWOOD SD 57732

USA

Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS5, Canada \ ia

Tel: (604) 985-0681, Fax: (604) 985-1071



: . . Geochemical
1T S Intertek Testing Services Lab
Bondar Clegg

REPORT: V99-00059.0 ( COMPLETE ) REFERENCE:
CLIENT: BROHM MINING CORPORATION - SUBMITTED BY: D. ALEXANDER
PROJECT: NONE GIVEN1 DATE RECEIVED: 15-JAN-99 DATE PRINTED: 20-JAN-99

DATE NUMBER OF LOWER
APPROVED ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD
990120 1 AuGrav Gold (Grav.) 100 0.005 OPT FIRE ASSAY FIRE ASSAY
990120 2 wt/Au Sample weight/grams 100 0.01 GM NOT APPLICABLE
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
P PREPARED PULP 100 4 AS RECEIVED 100 HOMOGENIZING 100
AS RECEIVED 100

REPORT COPIES TO: 2 GILT EDGE ROAD INVOICE TO: 2 GILT EDGE ROAD

ok sk ok e o o o e vk e ok e e e e e e e v ke e ke e ke ke ok sk ke A ke sk e ok ke ke ke dke ke ke ol ke ke ke ke e ke ke ke e i e 3k ke 9k S ke ok ke e e e e ok ok o ok ok o ke o ok e ok ok e ke e ke ke

This report must not be reproduced except in full. The data presented in this

report is specific to those samples identified under “Sample Number" and is
applicable only. to. 3 C O
otherwise indicated
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Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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Intertek Testing Services
Report

Bondar Clegg

I'TS

Intertek Testing Services - Bondar Clegg

Tel: (604) 985-0681, Fax: (604) 985-1071

130 Pemberton Avenue, North Vancouver, B.C., V7P 2R5, Canada

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V99-00059.0 ( COMPLETE ) DATE RECEIVED: 15-JAN-99 DATE PRINTED: 20-JAN-99 PAGE 1 OF 4
SAMPLE ELEMENT AuGrav wt/Au SAMPLE ELEMENT AuGrav wt/Au
NUMBER UNITS OPT GM NUMBER UNITS OPT GM
P4 R98-1094 0-5 <0.005 30.78 P4 R98-1094 200-205 <0.005 32.03
P4 R98-1094 5-10 <0.005 31.44 P4 R98-1094 205-210 <0.005 30.09
P4 R98-1094 10-15 <0.005 31.88 P4 R98-1094 210-215 <0.005 30.20
P4 R98-1094 15-20 <0.005 31.15 P4 R98-1094 215-220 <0.005 31.50
P4 R98-1094 20-25 <0.005 31.35 P4 R98-1094 220-225 <0.005 30.55
P4 R98-1094 25-30 <0.005 31.24 P4 R98-1094 225-230 .008 30.57
P4 R98-1094 30-35 <0.005 30.05 P4 R98-1094 230-235 0.025 30.00
P4 R98-1094 35-40 0.077 30.67 P4 R98-1094 235-240 <0.005 31.16
P4 R98-1094 40-45 0.014 30.30 P4 R98-1094 240-245 <0.005 30.67
P4 R98-1094 45-50 <0.005 32.03 P4 R98-1094 245-250 <0.005 30.46
P4 R98-1094 50-55 <0.005 32.34 P4 R98-1094 250-255 <0.005 30.75
P4 R98-1094 55-60 <0.005 31.41 P4 R98-1094 255-260 0.017 31.33
P4 R98-1094 60-65 <0.005 30.19 P4 R98-1094 260-265 <0.005 30.10
P4 R98-1094 65-70 <0.005 31.33 P4 R98-1094 265-270 <0.005 31.43
P4 R98-1094 70-75 <0.005 30.15 P4 R98-1094 270-275 <0.005 31.08
P4 R98-1094 75-80 <0.005 30.90 P4 R98-1094 275-280 <0.005 30.77
P4 R98-1094 80-85 <0.005 30.94 P4 R98-1094 280-285 <0.005 32.61
P4 R98-1094 85-90 <0.005 31.01 P4 R98-1094 285-290 <0.005 31.71
P4 R98-1094 90-95 <0.005 31.22 P4 R98-1094 290-295 <0.005 32.80
P4 R98-1094 95-100 <0.005 32.18 P4 R98-1094 295-300 <0.005 31.65
P4 R98-1094 100-105 <0.005 30.99 P4 R98-1094 300-305 <0.005 30.52
P4 R98-1094 105-110 <0.005 32.7 P4 R98-1094 305-310 <0.005 32.37
P4 R98-1094 110-115 <0.005 31.25 P4 R98-1094 310-315 <0.005 30.63
P4 R98-1094 115-120 <0.005 30.51 P4 R98-1094 315-320 <0.005 30.18
P4 R98-1094 120-125 <0.005 31.16 P4 R98-1094 320-325 <0.005 30.85
P4 R98-1094 125-130 <0.005 30.98 P4 R98-1094 325-330 0.006 30.83
P4 R98-1094 130-135 <0.005 30.09 P4 R98-1094 330-335 <0.005 32.76
P4 R98-1094 135-140 <0.005 31.61 P4 R98-1094 335-340 <0.005 30.87
P4 R98-1094 140-145 <0.005 30.35 P4 R98-1094 340-345 <0.005 30.45
P4 R98-1094 145-150 <0.005 30.12 P4 R98-1094 345-350 <0.005 30.20
P4 R98-1094 150-155 <0.005 31.92 P4 R98-1094 350-355 <0.005 32.76
P4 R98-1094 155-160 <0.005 30.69 P4 R98-1094 355-360 <0.005 31.21
P4 R98-1094 160-165 <0.005 30.96 P4 R98-1094 360-365 0.010 31.12
P4 R98-1094 165-170 <0.005 25.04 P4 R98-1094 365-370 <0.005 32.50
P4 R98-1094 170-175 <0.005 31.23 P4 R98-1094 370-375 <0.005 31.42
P4 R98-1094 175-180 <0.005 31.04 P4 R98-1094 375-380 0.082 30.98
P4 R98-1094 180-185 0.009 32.44 P4 R98-1094 380-385 0.009 30.85
P4 R98-1094 185-190 <0.005 31.18 P4 R98-1094 385-390 <0.005 32.66
P4 R98-1094 190-195 <0.005 31.7 P4 R98-1094 390-395 <0.005 31.74
P4 R98-1094 195-200 <0.005 31.05 P4 R98-1094 395-400 <0.005 31.83



Geochemical

1T S Intertek Testing Services Lab
Bondar Clegg Report

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V99-00059.0 ( COMPLETE ) DATE RECEIVED: 15-JAN-99 DATE PRINTED: 20-JAN-99 PAGE 2 OF 4
SAMPLE ELEMENT AuGrav Wt/Au SAMPLE ELEMENT AuGrav Wwt/Au
NUMBER UNITS oPT GM NUMBER UNITS OPT GM
P4 R98-1094 400-405 <0.005 31.14

P4 R98-1094 405-410 <0.005 30.70

P4 R98-1094 410-415 <0.005 30.02

P4 R98-1094 415-420 <0.005 31.27

P4 R98-1094 420-425 <0.005 31.33

P4 R98-1094 425-430 <0.005 30.46

P4 R98-1094 430-435 <0.005 32.43

P4 R98-1094 435-440 <0.005 30.32

P4 R98-1094 440-445 <0.005 31.91

P4 R98-1094 445-450 0.006 32.56

P4 R98-1094 450-455 0.030 32.55

P4 R98-1094 455-460 <0.005 30.21

P4 R98-1094 460-465 <0.005 31.21

P4 R98-1094 465-470 <0.005 30.34

P4 R98-1094 470-475 <0.005 31.97

P4 R98-1094 475-480 0.011 30.09

P4 R98-1094 480-485 <0.005 30.77

P4 R98-1094 485-490 0.008 31.03

P4 R98-1094 490-495 0.019 31.75

P4 R98-1094 495-500 <0.005 31.99

Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071



o . . Geochemical
Intertek Testing Services Lab
Bondar Clegg Report

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1
REPORT: V99-00059.0 ( COMPLETE ) DATE RECEIVED: 15-JAN-99 DATE PRINTED: 20-JAN-99 PAGE 3 OF &4

Number of Analyses 1 -
Mean Value 0.0435 -
Standard Deviation - -
Accepted Value 0.043 -
BCC Au Std.7 0.073 -
Number of Analyses 1 -
Mean Value 0.0730 -
Standard Deviation - -

Accepted Value

BCC GOLD STD 90-1 0.163 -
Number of Analyses 1 -
Mean Value 0.1632 -
Standard Deviation - -
Accepted Value 0.184 -
BCC Au Std.12 0.407 -
Number of Analyses 1 -
Mean Value 0.4068 -
Standard Deviation - -
Accepted Value 0.402 -
BCC Au Std.9 0.012 -
Number of Analyses 1 -
Mean Value 0.0122 -
Standard Deviation - -
Accepted Value - -

Intertek Testing Services - Bondar Clegg
130 Pemberton Avenue, North Vancouver, B.C., V7P 2RS5, Canada
Tel: (604) 985-0681, Fax: (604) 985-1071
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Intertek Testing Services Lab

Bondar Clegg Report

CLIENT: BROHM MINING CORPORATION PROJECT: NONE GIVEN1

REPORT: V99-00059.0 ( COMPLETE ) DATE RECEIVED: 15-JAN-99 DATE PRINTED: 20-JAN-99 PAGE 4 OF 4
SAMPLE ELEMENT AuGrav wt/Au SAMPLE ELEMENT AuGrav wt/Au
NUMBER UNITS OPT GM NUMBER UNITS OPT GM
R98-1094 25-30 <0.005 31.24

Duplicate <0.005

R98-1094 85-90 <0.005 31.01

Duplicate <0.005

R98-1094 140-145 <0.005 30.35

Duplicate <0.005

R98-1094 200-205 <0.005 32.03

Duplicate <0.005

R98-1094 255-260 0.017 31.33

Duplicate 0.017

R98-1094 315-320 <0.005 30.18

Duplicate <0.005

R98-1094 370-375 <0.005 31.42

Duplicate <0.005

R98-1094 430-435 <0.005 32.43

Duplicate <0.005

R98-1094 485-490 0.008 31.03

Dupticate <0.005
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